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Abstract 

 

Using in situ energy dispersive x-ray diffraction (EDXRD) the average specimen temperature of 

TiO2 in the steady state of flash is experimentally determined. Comparison of the 

microstructure for flash sintering and conventional sintering in addition to the temperature 
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