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Highlights 

 Bimetallic Ni‐Cu/SAPO‐11 catalysts were prepared by co‐impregnation method. 

 n‐Octane hydroisomerization over monometallic Ni/SAPO‐11 and bimetallic Ni‐Cu/SAPO‐11 were 

compared. 
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