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Abstract

Aluminium alloys 5083 and 6082 were deposited by Friction Surfacing (FS) under the same
process conditions. Process characteristics including torque and forces, temperatures and
the deposit microstructure were compared. The observed differences are discussed with

regard to material strength, thermal softening rate and recrystallization mechanisms.
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