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h i g h l i g h t s

• A fabrication technique of nanoscale speckle using broad ion milling was proposed.
• It is simple and low-cost to fabricate nanoscale speckle on polymers in a large area.
• Speckle morphologies under different milling times and tilt angles on different polymers were studied.
• The fabricated speckle with good time stability is useful for deformation measurement.
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a b s t r a c t

We first report a fabrication technique of nanoscale speckle patterns on polymers using broad ion beam
milling. The proposed technique is simple and low-cost to produce speckles ranging from dozens of
nanometers to less than three micrometers in a large area of several millimeters. Random patterns were
successfully produced with an argon (Ar) ion beam on the surfaces of four kinds of polymers: the epoxy
matrix of carbon fiber reinforced plastic, polyester, polyvinyl formal-acetal, and polyimide. The speckle
morphologies slightly vary with different polymers. The fabricated speckle patterns have good time
stability and are promising to be used tomeasure the nanoscale deformations of polymers using the digital
image correlation method.

© 2016 The Authors. Published by Elsevier Ltd on behalf of The Chinese Society of Theoretical and
Applied Mechanics. This is an open access article under the CC BY-NC-ND license (http://

creativecommons.org/licenses/by-nc-nd/4.0/).

Polymers, which are extensively used as substrates or matrixes
in flexible electronics, aerospace materials and so on, play an
essential and ubiquitous role in daily life. Micro/nano-scale de-
formation measurement has become a key issue for understand-
ing the fundamental mechanical properties of polymer materials
[1,2]. One of the most popular methods for deformation measure-
ment is the digital image correlation (DIC) method [3–6]. With
the combination of a scanning electron microscope (SEM), the DIC
method can realizemeasuringmicro/nano-scale deformation [7,8].
Considerable attention has concentrated on the SEM-DIC method
because of its high spatial resolution, high displacement sensitiv-
ity, noncontact and full-field properties [9,10]. In the implemen-
tation process of the SEM-DIC method, fabrication of high-quality
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micro/nano-scale speckle or random patterns as the deformation
carriers is of vital importance [11].

Common micro/nano-scale speckle fabrication techniques in-
clude electron beam lithography (EBL) [12] and focused ion beam
(FIB) milling [13,14]. An improved EBL technique was reported to
generate a high quality micro/nano-scale random speckle pattern
on various specimens [15]. The FIB milling technique was often
used to produce micro/nano-scale random or periodic patterns for
local stress and residual stress measurement [16–19]. However,
due to the disadvantage of time consumption, the EBL and the FIB
milling techniques can only produce micro/nano-scale speckle in
a very small region and it is troublesome to splice some speckle
patterns in a large area of several millimeters. Another method is
using a fine point airbrush to generate random speckle patterns for
micro/nano-scale deformation measurement of surface and inter-
nal planes via the DIC method [20]. Nevertheless, there are some
disadvantages about this method including long preparation time
and complex experiment steps. Besides, chemical vapor exposure
and ultraviolet (UV) lithography were also successfully utilized to
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Fig. 1. Schematicmap of fabricating speckle patterns using broad ion beammilling.

fabricate random patterns [21]. However, the high cost for chem-
ical vapor exposure and the greater speckle size (2–20 µm) for
UV photo-lithography become the limitations for their wide ap-
plications in nanoscale measurement field. Although small-scale
speckle can also be fabricated bymixing graphite powder particles
and epoxy resin [22], this method is difficult to be used for nano-
scale deformation due to the effect of epoxy resin and the micro
speckle size (greater than 3 µm).

Broad ion beam (BIB) milling is another kind of ion beam
lithography using low-energy noble gas ion beams (such as argon
(Ar) Ar+ and helium (He) He+). The BIBmilling technique has been
widely used for milling a re-shining a sample for transmission
electron microscope (TEM) observation [23,24]. In this study, we
will put forward a new technique using BIB milling for fabricating
nano-scale speckle patterns on polymer substrates in a large area
with adiameter of around10mm. The influencing factors including
the tilt angle and the milling time will be investigated and the
verification experiments for the deformationmeasurement will be
performed. The proposed method is believed to be easy to operate
and the cost is much lower.

Four different kinds of polymer materials were chosen as the
samples, on which nanoscale speckle patterns will be fabricated.
These polymers have often been used in industrial and scientific
fields, and their deformation characteristics are key influencing
factors of their applications.

The first sample is a polyacrylonitrile (PAN)-based IM600
carbon fiber reinforced plastic (CFRP) prepreg material QC133-
149A from Toho Tenax Co., Ltd. The epoxy matrix (133) contains
three-dimensional cross-linked structures formed by the reaction
between the epoxy resin and the hardeners. CFRP is usually applied
in sailboats, rowing shells, modern bicycles, and motorcycles
owing to its high strength-to-weight ratio and good rigidity.

The second sample includes 90% polyvinyl formal-acetal
and 10% epoxy novolac. Since this polymer is widely used in
flexible electronic devices such as strain gages, the deformation
measurement of this kind of material has become a focus of
attention in the field of flexible electronics.

The third sample is a plastic film with component of polyester
in the structure of strain gages from Kyowa Electronic Instruments
Co., Ltd. Besides strain gages, the wide application of polyester
also lies in making bottles, films, tarpaulin, liquid crystal displays,
filters, dielectric film for capacitors, film insulation for wire and
insulating tapes.

The last sample is polyimide (PI). Due to lightweight and
flexible, the polyimide materials are usually used as an insulating
film on magnet wire in the electronics industry and an insulating
as well as passivation layer in the manufacture of digital
semiconductor and micro electro mechanical system (MEMS)
chips. Therefore, the deformation analysis is important for
understanding the properties of PI in the modern industries.

The samples were first polished using a coarse sandpaper,
a fine sandpaper, and polishing solutions (9, 3, and 0.05 µm)
on an automatic polishing machine. After mechanical polishing,
these four kinds of samples were placed on the sample stage of
a BIB milling machine (IE-20S). When the sample surface was
bombarded by the accelerated Ar ions, some of the sample atoms
would be sputtered away from the surface (Fig. 1). Due to different
components, the sputtering ratios of different parts of the sample
surface would be different and a speckle pattern similar to the
cross-linked structure would emerge when the ion milling time
is long enough. During the ion beam milling process, the sample
stage was not rotated, the ion gun voltage was 2 kV and the ion
beam currentwas 0.35mA. The proposed technique can be applied
to fabricate speckle patterns on all kinds of polymers.

In order to check the effects of the ion beam milling time and
the tilt angle of the sample stage on the speckle patterns, we used
several samples under different ion beam milling time and with
two sample stage tilt angles. The ion beam milling time was cho-
sen to be 1, 3, 6, and 12 h for the CFRP samples and the sam-
ple stage tilt angles were set to be 0° and 22°. The polyvinyl
formal-acetal samples were under ion beam milling for 3, 4, 5,
and 6 h. The polyester samples were milled by the ion beam
for 4 and 6 h. For the PI samples, the ion beam milling time
was chosen to be 2, 6, and 8 h. The sample stage for the last
three kind of polymers did not tilt. The tilt experiments were car-
ried out by placing an oblique block on the sample stage. The
sample surface was observed in an SEM (SM510) after ion beam
milling.

Nanoscale random patterns were successfully produced on the
surfaces of the samples using BIB milling. The variation of the
speckle patterns on the CFRP samples with the increase of the
sample stage tilt angle was investigated. Figure 2 shows a typ-
ical comparison between the speckle patterns when the sam-
ple stage tilts 0° and 22° after milling 6 h. Our experiments
demonstrate that the greater the sample stage tilt angle is, the
longer the columnar speckle is. The columnar random patterns in
Fig. 2(b) can also be used as speckle in the SEM-DIC method. How-
ever, it is simpler to get a better random pattern when the sam-
ple stage is not tilted. Besides, the speckle size is smaller when
there is no tilt. Consequently, the sample stage will not be tilted
during ion beam milling processes for the other three kinds of
polymers.

The sampleswere under ion beammilling for different time and
the effect of milling time for speckle patterns were observed and
analyzed. Figure 3 shows the speckle morphologies before milling
and after milling 4, 5, and 6 h for the CFRP samples. The sample
surface should be coated with an aurum (Au) layer for electrical
conductivity before milling and does not need an Au layer after
milling. If the milling time is too short, the nano speckle pattern
will be invisible (Fig. 3(b)) or not distinct (Fig. 3(c)). The suitable
milling time is around 6 h from Fig. 3 and the nano speckle size
ranges from 90 to 1200 nm.

For the polyvinyl formal-acetal samples, they weremilled for 3,
4, 5, and 6 h. From comparison of speckle morphologies in Fig. 4,
the speckle patterns aftermilling 5 h has become clear and uniform
(Fig. 4(c)), and so 5 h is regarded to be the desiredmilling time. The
size of the nanoscale speckle pattern varies from 120 to 1700 nm
and the number of the speckle with size of greater than 1000 nm
in the polyvinyl formal-acetal samples is much greater than those
in other samples.

The polyester samples are milled for 4 and 6 h, respectively. As
shown in Fig. 5, the speckle size of this kind of polymer is greater
and the size ranges from 50 up to 2500 nm. After milling 6 h, there
aremore legible speckle pattern formed (Fig. 5(b)) than thatmilling
4 h (Fig. 5(a)).

Figure 6(a) and (b) reveals different speckle morphology for
the PI samples after milling 6 and 8 h, respectively. Most speckle
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