Accepted Manuscript 5

A low-alloy high-carbon martensite steel with 2.6 1GPa tensile strength and good
ductility

.
PROCESSING

Yingjun Wang, Junjie Sun, Tao Jiang, Yu Sun, Shengwu Guo, Yongning Liu

Pll: S1359-6454(18)30600-1
DOI: 10.1016/j.actamat.2018.07.060
Reference: AM 14737

To appearin:  Acta Materialia

Received Date: 3 May 2018
Revised Date: 16 July 2018
Accepted Date: 25 July 2018

Please cite this article as: Y. Wang, J. Sun, T. Jiang, Y. Sun, S. Guo, Y. Liu, A low-alloy high-carbon
martensite steel with 2.6 L1GPa tensile strength and good ductilityActa Materialia (2018), doi: 10.1016/
j-actamat.2018.07.060.

This is a PDF file of an unedited manuscript that has been accepted for publication. As a service to

our customers we are providing this early version of the manuscript. The manuscript will undergo
copyediting, typesetting, and review of the resulting proof before it is published in its final form. Please
note that during the production process errors may be discovered which could affect the content, and all
legal disclaimers that apply to the journal pertain.


https://doi.org/10.1016/j.actamat.2018.07.060

A TF: Tempforming : Tempforming plus Reheating
1200C+2h B
TE
©
g £=90% 1
o 1100-900°C P
=] L] As @
1 T &
8 500°C+1 € =85% 2
5
2 250C+2h £
TF method wip, @
cooling
oil quenching air cooling ater quenching

Time
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